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INTISARI 

 

 

Pemanfaatan limbah kulit buah pisang ambon sebagai antibakteri dapat 

dikembangkan pada formulasi sediaan farmasi dalam bentuk sediaan gel pembersih 

tangan. Pada pembuatan sediaan gel, diperlukan gelling agent yang merupakan 

faktor penting dalam pembuatan gel karena dapat mempengaruhi karakteristik 

sediaan gel. Sehingga pada penelitian ini menggunakan Carbomer 940 sebagai 

gelling agent karena kompatibel dengan bahan lain, memiliki stabilitas suhu yang 

baik, serta penerimaan yang baik pada pasien. 

Metode yang digunakan dalam penelitian ini adalah metode eksperimental 

melalui formulasi serta uji karakteristik gel hand sanitizer. Metode analisis data 

yang digunakan dengan cara deskriptif dengan melihat hasil uji karakteristik dari 

formula gel hand sanitizer. 

Hasil menunjukkan dari keempat formula yang dilakukan menggunakan 

variasi konsentrasi Carbomer 940 yaitu 0,25%, 0,50%, 0,75% dan 1% dari uji 

organoleptis F1 dan F2 berwarna coklat muda sedangkan F3 dan F4 berwarna 

coklat tua. Uji homogenitas menunjukkan semua sediaan homogen. Uji pH dari 

F1 sampai F4 sudah masuk pada rentang pH kulit yaitu 4,5-7. Uji daya sebar dari 

keempat formula memenuhi kriteria daya sebar yang baik yaitu dalam rentang 5-

7 cm. Uji daya lekat dari F1 sampai F4 memenuhi kriteria daya lekat yang baik 

yaitu tidak kurang dari 4 detik. Pada pengujian viskositas, sediaan dengan 

konsentrasi carbomer 0,50% saja yang memenuhi standar persyaratan viskositas 

yang baik yaitu 2789,16 cPs yang masuk pada rentang 2000-4000 cPs. 

 

Kata Kunci: Carbomer 940, Gel Hand Sanitizer, Kulit pisang ambon. 



vii  

ABSTRACT 

 

 

Utilization of Ambon banana peel waste as an antibacterial can be 

developed in pharmaceutical formulations in the form of hand sanitizer gel. In the 

manufacture of gel preparations, a gelling agent is needed which is an important 

factor in the manufacture of gels because it can affect the characteristics of the gel 

preparation. So in this study, Carbomer 940 was used as a gelling agent because it 

is compatible with other materials, has good temperature stability, and is well 

accepted by patients. 

The method used in this study is an experimental method through the 

formulation and testing of the characteristics of the hand sanitizer gel. The data 

analysis method used was descriptive by looking at the results of the characteristic 

test of the hand sanitizer gel formula. 

The results showed that from the four formulas carried out using 

variations in the concentration of Carbomer 940, namely 0.25%, 0.50%, 0.75% 

and 1% of the organoleptic test F1 and F2 were light brown while F3 and F4 

were dark brown. Homogeneity test showed all homogeneous preparations. The 

pH test from F1 to F4 has entered the skin pH range of 4.5-7. The spreadability 

test of the four formulas met the criteria for good dispersion, which was in the 

range of 5-7 cm. The adhesion test from F1 to F4 meets the criteria for good 

adhesion, which is not less than 4 seconds. In viscosity testing, preparations with 

a carbomer concentration of 0.50% only met the standard requirements for a 

good viscosity, namely 2789.16 cPs which was in the range of 2000-4000 cPs. 

 

Keywords: Carbomer 940, Hand Sanitizer Gel, Ambon banana peel. 
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